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Desteklenen ProjelerDesteklenen Projeler1. TÜRKER N., YANIK D., Yükseköğretim Kurumları Destekli Proje, Glikolik asit irrigasyonunun fiber postun pushoutbağlanma dayanımı üzerindeki etkisinin araştırılması, 2022 - 20222. BÜYÜKKAPLAN U. Ş., TÜRKER N., KAYGUSUZ E., Yükseköğretim Kurumları Destekli Proje, Porselen kırığına tamirmateryalinin bağlanmasında farklı yüzey işlemlerinin ve metal alt yapı üretim tekniklerinin etkilerinin incelenmesi,2019 - 20213. TÜRKER N., BÜYÜKKAPLAN U. Ş., Yükseköğretim Kurumları Destekli Proje, Farklı implant üstü tutucu tiplerininimplant parçaları ve kemik üzerindeki mekanik etkilerinin sonlu elemanlar analizi yöntemi ile değerlendirilmesi,2019 - 20204. TÜRKER N., TÜBİTAK Projesi, Hibrit Seramik ve Rezin Nano Seramik Cad/Cam Materyallerin Optik ÖzelliklerindekiDeğişimlerin In Vivo ve In Vitro Olarak Değerlendirilmesi, 2019 - 20205. BÜYÜKKAPLAN U. Ş., TÜRKER N., Yükseköğretim Kurumları Destekli Proje, All-On-Four Tekniğine Göre FarklıOklüzal Şemalarla Tasarlanmış Tedavi Seçeneklerinde İmplant Ve Destek Dokulara İletilen Kuvvetlerin SonluElemanlar Stres Analizi Yöntemiyle Değerlendirilmesi, 2016 - 20186. BÜYÜKKAPLAN U. Ş., BARUTCİGİL K., ÖZARSLAN M. M., BARUTCİGİL Ç., TÜRKER N., Yükseköğretim KurumlarıDestekli Proje, Effects of different surface finishing procedures on the change in surface roughness and color of apolymer infiltrated ceramic network material, 2016 - 20187. ÖZARSLAN M. M., BÜYÜKKAPLAN U. Ş., TÜRKER N., Yükseköğretim Kurumları Destekli Proje, Akrilik Rezin DişlerinAkrilik Kaide Plağına Bağlanma Dayanımının Farklı Yüzey İşlemlerinden Sonra incelenmesi, 2016 - 20178. ÖZARSLAN M. M., BÜYÜKKAPLAN U. Ş., TÜRKER N., TÜBİTAK Projesi, Biometrik yüz oranları kullanılarak dikeyboyut ve diş seçimi rehberliği sağlayan kamera ile entegre bir yazılım paketinin geliştirilmesi, 2015 - 2016



SCI, SSCI ve AHCI İndekslerine Giren Dergilerde Yayınlanan MakalelerSCI, SSCI ve AHCI İndekslerine Giren Dergilerde Yayınlanan Makaleler1. Fracture Resistance of the Bundle Post System and Conventional Fiber Post with Different LengthsFracture Resistance of the Bundle Post System and Conventional Fiber Post with Different LengthsAltınsoy İ., Buyukkaplan U. S., Yanık D., TÜRKER N.The International journal of periodontics & restorative dentistry, cilt.43, sa.3, 2023 (SCI-Expanded)2. In vivo vs. in vitro  color stability of hybrid ceramic and resin nanoceramic blocks used forIn vivo vs. in vitro  color stability of hybrid ceramic and resin nanoceramic blocks used forendocrowns: A new methodendocrowns: A new methodTÜRKER N., Yanik D., Güner F., BÜYÜKKAPLAN U. Ş.American journal of dentistry, cilt.35, sa.6, ss.284-290, 2022 (SCI-Expanded)3. Stress distribution of a novel bundle fiber post with curved roots and oval canalsStress distribution of a novel bundle fiber post with curved roots and oval canalsYanik D., TÜRKER N.JOURNAL OF ESTHETIC AND RESTORATIVE DENTISTRY, cilt.34, sa.3, ss.550-556, 2022 (SCI-Expanded)4. Finite element analysis of stress distribution in autotransplanted molarsFinite element analysis of stress distribution in autotransplanted molarsKIRMALI Ö., TÜRKER N., AKAR T., Yılmaz B.Journal of Dentistry, cilt.119, 2022 (SCI-Expanded)5. Mechanical properties of glass-fibre-reinforced composite posts after laser irradiation withMechanical properties of glass-fibre-reinforced composite posts after laser irradiation withdifferent energy densitiesdifferent energy densitiesKIRMALI Ö., AKCAKUS BATTAL T., TÜRKER N., DÜNDAR A.AUSTRALIAN ENDODONTIC JOURNAL, cilt.47, sa.1, ss.34-42, 2021 (SCI-Expanded)6. Effects of Occlusal Scheme on All-on-Four Abutments, Screws, and Prostheses: A Three-DimensionalEffects of Occlusal Scheme on All-on-Four Abutments, Screws, and Prostheses: A Three-DimensionalFinite Element StudyFinite Element StudyTÜRKER N., TERCANLI ALKIŞ H., Sadowsky S. J., BÜYÜKKAPLAN U. Ş.JOURNAL OF ORAL IMPLANTOLOGY, cilt.47, sa.1, ss.18-24, 2021 (SCI-Expanded)7. Effects of overdenture attachment systems with different working principles on stress transmission:Effects of overdenture attachment systems with different working principles on stress transmission:A three-dimensional finite element studyA three-dimensional finite element studyTÜRKER N., BÜYÜKKAPLAN U. Ş.JOURNAL OF ADVANCED PROSTHODONTICS, cilt.12, sa.6, ss.351-360, 2020 (SCI-Expanded)8. Effect of Different Surface Treatments Applied to  Short Zirconia and Titanium AbutmentsEffect of Different Surface Treatments Applied to  Short Zirconia and Titanium AbutmentsTÜRKER N., ÖZARSLAN M. M., BÜYÜKKAPLAN U. Ş., KAYA BAŞAR E.INTERNATIONAL JOURNAL OF ORAL & MAXILLOFACIAL IMPLANTS, cilt.35, sa.5, ss.948-954, 2020 (SCI-Expanded)9. The effects of different surface treatments on the shear bond strengths of two dual-cure resinThe effects of different surface treatments on the shear bond strengths of two dual-cure resincements to  CAD/CAM restorative materialscements to  CAD/CAM restorative materialsTÜRKER N., BÜYÜKKAPLAN U. Ş., KAYA BAŞAR E., ÖZARSLAN M. M.JOURNAL OF ADVANCED PROSTHODONTICS, cilt.12, sa.4, ss.189-196, 2020 (SCI-Expanded)10. Evaluation of the Bond Strengths between Dental Porcelain and Cobalt-Chromium Metal FrameworksEvaluation of the Bond Strengths between Dental Porcelain and Cobalt-Chromium Metal FrameworksManufactured with Different Techniques after the Thermal Aging Process.Manufactured with Different Techniques after the Thermal Aging Process.Yoldan E. E., TÜRKER N., BÜYÜKKAPLAN U. Ş., Ozarslan M. M., KARALI R., Deniz A. T.Scanning, cilt.2020, ss.9315236, 2020 (SCI-Expanded)11. Retrospective evaluation of marginal bone loss around implants in a mandibular locator-retainedRetrospective evaluation of marginal bone loss around implants in a mandibular locator-retaineddenture using panoramic radiographic images and finite element analysis: A pilot studydenture using panoramic radiographic images and finite element analysis: A pilot studyAlkis H., TÜRKER N.CLINICAL IMPLANT DENTISTRY AND RELATED RESEARCH, cilt.21, sa.6, ss.1199-1205, 2019 (SCI-Expanded)12. Finite Element Stress Analysis of Applied Forces to  Implants and Supporting Tissues Using the "All-Finite Element Stress Analysis of Applied Forces to  Implants and Supporting Tissues Using the "All-on-Four" Concept with Different Occlusal Schemeson-Four" Concept with Different Occlusal SchemesTÜRKER N., BÜYÜKKAPLAN U. Ş., Sadowsky S. J., ÖZARSLAN M. M.JOURNAL OF PROSTHODONTICS-IMPLANT ESTHETIC AND RECONSTRUCTIVE DENTISTRY, cilt.28, sa.2, ss.185-194,2019 (SCI-Expanded)13. Assessing staining resistance of a CAD/CAM interpenetrating network composite materialAssessing staining resistance of a CAD/CAM interpenetrating network composite materialÖZARSLAN M. M., BÜYÜKKAPLAN U. Ş., Barutcigil Ç., ÖZARSLAN M., BARUTCİGİL K., TÜRKER N.HEAD & FACE MEDICINE, cilt.14, 2018 (SCI-Expanded)14. Assessment the Bond Strength of Ceramic Brackets to  CAD/CAM Nanoceramic Composite andAssessment the Bond Strength of Ceramic Brackets to  CAD/CAM Nanoceramic Composite and



Interpenetrating Network Composite after Different Surface TreatmentsInterpenetrating Network Composite after Different Surface TreatmentsOzarslan M. M., ÜSTÜN Ö., BÜYÜKKAPLAN U. Ş., Barutcigil Ç., TÜRKER N., BARUTCİGİL K.BIOMED RESEARCH INTERNATIONAL, cilt.2018, 2018 (SCI-Expanded)15. Effects of different surface finishing procedures on the change in surface roughness and color of aEffects of different surface finishing procedures on the change in surface roughness and color of apolymer infiltrated ceramic network materialpolymer infiltrated ceramic network materialÖZARSLAN M. M., BÜYÜKKAPLAN U. Ş., Barutcigil C., Arslan M., TÜRKER N., BARUTCİGİL K.JOURNAL OF ADVANCED PROSTHODONTICS, cilt.8, sa.1, ss.16-20, 2016 (SCI-Expanded)
Diğer Dergilerde Yayınlanan MakalelerDiğer Dergilerde Yayınlanan Makaleler1. Bibliometric analysis of the 100 most-cited dental articles on COVID-19Bibliometric analysis of the 100 most-cited dental articles on COVID-19Daltaban Ö., Türker N.Acta Odontologica Turcica, cilt.40, sa.1, ss.1-8, 2023 (Hakemli Dergi)2. Finite Element Stress Analysis of PEEK, Glass Fiber and Zirconia Post-Core Sys-tems in MaxillaryFinite Element Stress Analysis of PEEK, Glass Fiber and Zirconia Post-Core Sys-tems in MaxillaryCentral IncisorCentral IncisorÖZARSLAN M., BÜYÜKKAPLAN U. Ş., ÖZARSLAN M. M., TÜRKER N., ÇELİK H. K.VAN SAĞLIK BİLİMLERİ DERGİSİ, cilt.14, sa.2, ss.180-190, 2021 (Hakemli Dergi)3. Influence of re-cementation on the retention of CAD/CAM zirconia copings over short titanium andInfluence of re-cementation on the retention of CAD/CAM zirconia copings over short titanium andzirconia abutmentszirconia abutmentsTÜRKER N., ÖZARSLAN M. M.ACTA ODONTOLOGİCA TURCİCA, cilt.37, sa.3, ss.78-83, 2020 (Hakemli Dergi)4. Use of a new skin colour measurement method for the investigation of relationship between skinUse of a new skin colour measurement method for the investigation of relationship between skinand tooth colourand tooth colourTÜRKER N., BÜYÜKKAPLAN U. Ş., KÜRKÇÜOĞLU I., Yilmaz B.EUROPEAN ORAL RESEARCH, cilt.54, sa.2, ss.81-85, 2020 (ESCI)5. Developing a Mathematical Formula to  Estimate the Occlusal Vertical Dimension.Developing a Mathematical Formula to  Estimate the Occlusal Vertical Dimension.TÜRKER N., ÖZARSLAN M. M., BÜYÜKKAPLAN U. Ş., Özcan M.Medical Journal of Suleyman Demirel University, cilt.27, sa.1, ss.79-84, 2020 (Hakemli Dergi)6. Evaluation of Different Bar Materials in Terms of Stress Transmission in All-on-four and All-on-Evaluation of Different Bar Materials in Terms of Stress Transmission in All-on-four and All-on-three Concepts: A Three-dimensional Finite Element Analysisthree Concepts: A Three-dimensional Finite Element AnalysisTÜRKER N.International Journal of Experimental Dental Science, cilt.7, ss.1-5, 2019 (Hakemli Dergi)7. Radiographical assessment of fixed partial denture abutment teethRadiographical assessment of fixed partial denture abutment teethTÜRKER N., ÖZARSLAN M., BÜYÜKKAPLAN U. Ş., ÖZARSLAN M. M.SDÜ Tıp Fakültesi Dergisi, cilt.26, sa.1, ss.1-7, 2019 (Hakemli Dergi)8. Surface roughness of 5 different materials used for fixation of ımplant attachment housingsSurface roughness of 5 different materials used for fixation of ımplant attachment housingsÖZARSLAN M. M., BÜYÜKKAPLAN U. Ş., TÜRKER N., ÜSTÜN Ö.Atatürk Üniversitesi Diş Hekimliği Fakültesi Dergisi, cilt.28, sa.2, ss.138-143, 2018 (Hakemli Dergi)9. Temporomandibular eklem rahatsızlıklarında splint tedavisiTemporomandibular eklem rahatsızlıklarında splint tedavisiTÜRKER N., BÜYÜKKAPLAN U. Ş.Türkiye Klinikleri Diş Hekimliği Bilimleri Dergisi, cilt.23, sa.3, ss.203-210, 2017 (Hakemli Dergi)
Hakemli Kongre / Sempozyum Bildiri Kitaplarında Yer Alan YayınlarHakemli Kongre / Sempozyum Bildiri Kitaplarında Yer Alan Yayınlar1. Rehabilitation of A Patient With Class 3 Malocclusion and Open Bite With Fixed ProstheticRehabilitation of A Patient With Class 3 Malocclusion and Open Bite With Fixed ProstheticRestorations: A Case ReportRestorations: A Case ReportAKALAN G., TÜRKER N.26. Uluslararası Türk Prostodonti ve İmplantoloji Derneği Bilimsel Kongresi, Antalya, Türkiye, 2 - 05 Kasım 20232. Prosthetic Rehabilitation with Obturator In A Patient With Palate Defect: A Case ReportProsthetic Rehabilitation with Obturator In A Patient With Palate Defect: A Case Report



DAĞHAN B. B., TÜRKER N.26. Uluslararası Türk Prostodonti ve İmplantoloji Derneği Bilimsel Kongresi, Antalya, Türkiye, 2 - 05 Kasım 20233. In Vitro  Comparison of The Scanning Precision of 2 Different Intraoral ScannersIn Vitro  Comparison of The Scanning Precision of 2 Different Intraoral ScannersKAYA Y., TÜRKER N., AKALAN G., Borbely E.26. Uluslararası Türk Prostodonti ve İmplantoloji Derneği Bilimsel Kongresi, Antalya, Türkiye, 02 Kasım 20234. Prosthetic Rehabilitation with Precision Attachment Obturator In A Patient With Cleft Lip And PalateProsthetic Rehabilitation with Precision Attachment Obturator In A Patient With Cleft Lip And Palateand Malocclusion : A Case Reportand Malocclusion : A Case ReportTAŞCI S., TÜRKER N.26. Uluslararası Türk Prostodonti ve İmplantoloji Derneği Bilimsel Kongresi, Antalya, Türkiye, 2 - 05 Kasım 20235. Structural Stress Analysis of Three Different Crown Materials Applied To Post-Core RestoredStructural Stress Analysis of Three Different Crown Materials Applied To Post-Core RestoredMaxillary Central Incisor by Finite Element MethodMaxillary Central Incisor by Finite Element MethodOTLU O., ÖZARSLAN M., TÜRKER N.26. Uluslararası Türk Prostodonti ve İmplantoloji Derneği Bilimsel Kongresi, Antalya, Türkiye, 2 - 05 Kasım 20236. Prosthodontic Treatment of A Patient Receiving Intravenous Bisphosphonates: A Case ReportProsthodontic Treatment of A Patient Receiving Intravenous Bisphosphonates: A Case ReportDİLEKÇİ A., TÜRKER N.26. Uluslararası Türk Prostodonti ve İmplantoloji Derneği Bilimsel Kongresi, Antalya, Türkiye, 2 Aralık - 05 Kasım20237. In Vivo Vs. In Vitro  Color Stability of Cad/Cam Hybrid Ceramic and Resin Nanoceramic Blocks: AIn Vivo Vs. In Vitro  Color Stability of Cad/Cam Hybrid Ceramic and Resin Nanoceramic Blocks: ANew MethodNew MethodTÜRKER N., YANIK D., GÜNER F., BÜYÜKKAPLAN U. Ş., EVRİN Ş.26. Uluslararası Türk Prostodonti ve İmplantoloji Derneği Bilimsel Kongresi, Türkiye, 02 Kasım 20238. Modified Prosthetic Treatment İn A Patient With Soft Palate DefectModified Prosthetic Treatment İn A Patient With Soft Palate DefectTÜRKER N., ÖZARSLAN M. M., KARALI R., SİNDEL A.İZDO 26. Uluslararası Bilimsel Kongre ve Sergisi, İzmir, Türkiye, 9 - 11 Kasım 2019, ss.3649. Effect of locator abutments positioned at different height levels on stress transmission.Effect of locator abutments positioned at different height levels on stress transmission.TÜRKER N.İZDO 26. Uluslararası Bilimsel Kongre ve Sergisi, İzmir, Türkiye, 9 - 11 Kasım 2019, ss.145-14610. Comparison of Two Abutment Type in Terms of Stress Transfer: A Three-Dımensional Finite ElementComparison of Two Abutment Type in Terms of Stress Transfer: A Three-Dımensional Finite ElementStudyStudyTÜRKER N.2nd International Health Sciences and Life Congress, Burdur, Türkiye, 24 - 27 Nisan 2019, ss.6111. Evaluation of Three Different Restorative Materials by Finite Element AnalysisEvaluation of Three Different Restorative Materials by Finite Element AnalysisTÜRKER N., ÖZARSLAN M. M.22. Uluslararası Estetik Diş Hekimliği Kongresi, İstanbul, Türkiye, 19 - 21 Ekim 2018, ss.68-6912. Effect of Surface Treatments on The Bond Strength of Resin Teeth to  Acrylic Base ResinEffect of Surface Treatments on The Bond Strength of Resin Teeth to  Acrylic Base ResinÖZARSLAN M. M., TÜRKER N.Türk Dişhekimleri Birliği. 24. Uluslararası Dişhekimliği Kongresi, Ankara, Türkiye, 27 - 30 Eylül 2018, ss.12313. Evaluation of Bond Strength between Ceramic Brackets and Nano Ceramic CompositeEvaluation of Bond Strength between Ceramic Brackets and Nano Ceramic CompositeBÜYÜKKAPLAN U. Ş., TÜRKER N., BARUTCİGİL K., ÖZARSLAN M. M., BARUTCİGİL Ç.23. Uluslararası Türk Prostodonti ve İmplantoloji Derneği Bilimsel Kongresi, Muğla, Türkiye, 9 - 12 Kasım 2017,ss.344-34514. Reliability of Facial Measurements for Determination of OVD: Pilot StudyReliability of Facial Measurements for Determination of OVD: Pilot StudyBÜYÜKKAPLAN U. Ş., TÜRKER N., ARSLAN M.23. Uluslararası Türk Prostodonti ve İmplantoloji Derneği, Muğla, Türkiye, 9 - 12 Kasım 2017, ss.39215. Reliability of Facial Measurements for Determination of OVD: Pilot StudyReliability of Facial Measurements for Determination of OVD: Pilot StudyBÜYÜKKAPLAN U. Ş., TÜRKER N., ARSLAN M.23. Uluslararası Türk Prostodonti ve İmplantoloji Derneği, Muğla, Türkiye, 9 - 12 Kasım 2017, ss.39216. Evaluation of Bond Strength between Ceramic Brackets and Nano Ceramic CompositeEvaluation of Bond Strength between Ceramic Brackets and Nano Ceramic CompositeBÜYÜKKAPLAN U. Ş., TÜRKER N., BARUTCİGİL K., ÖZARSLAN M. M., BARUTCİGİL Ç.23. Uluslararası Türk Prostodonti ve İmplantoloji Derneği Bilimsel Kongresi, Muğla, Türkiye, 9 - 12 Kasım 2017,ss.344-345



17. Nano seramik kompozit ve seramik braketler arasındaki bağlanma kuvvetlerinin incelenmesiNano seramik kompozit ve seramik braketler arasındaki bağlanma kuvvetlerinin incelenmesiBÜYÜKKAPLAN U. Ş., ÖZARSLAN M. M., ÜSTÜN Ö., Barutçugil Ç., TÜRKER N., BARUTÇİGİL K.23. Uluslararası Türk Prostodonti ve İmplantoloji Derneği Bilimsel Kongresi, Muğla, Türkiye, 9 - 12 Kasım 201718. Shear Bond Strength of a CAD/CAM Nano Ceramic Composite Material to  a New Generation Self-Shear Bond Strength of a CAD/CAM Nano Ceramic Composite Material to  a New Generation Self-adhesive Resin Cementadhesive Resin CementBÜYÜKKAPLAN U. Ş., TÜRKER N., BARUTCİGİL K., ÖZARSLAN M. M., BARUTCİGİL Ç.23. Uluslararası Türk Prostodonti ve İmplantoloji Derneği Bilimsel Kongresi, Muğla, Türkiye, 11 - 12 Ekim 2017,ss.236-23719. A new skin colour measurement method for investigation of relationship between skin and toothA new skin colour measurement method for investigation of relationship between skin and toothcolour: A pılot studycolour: A pılot studyTÜRKER N., BÜYÜKKAPLAN U. Ş., ÖZARSLAN M. M., SAVRAN H.21. Uluslararası Estetik Dişhekimliği Kongresi, İstanbul, Türkiye, 13 - 15 Ekim 2016, cilt.1, sa.20, ss.78-7920. İMPLANT DESTEKLİ OVERDENTURE PROTEZLERE TUTUCU PARÇALARIN SABİTLENMESİNDEİMPLANT DESTEKLİ OVERDENTURE PROTEZLERE TUTUCU PARÇALARIN SABİTLENMESİNDEKULLANILAN BEŞ FARKLI MATERYALİN YÜZEY PÜRÜZLÜLÜĞÜNÜN DEĞERLENDİRİLMESİKULLANILAN BEŞ FARKLI MATERYALİN YÜZEY PÜRÜZLÜLÜĞÜNÜN DEĞERLENDİRİLMESİÜSTÜN Ö., BÜYÜKKAPLAN U. Ş., ÖZARSLAN M. M., TÜRKER N.İzmir Dişhekimleri Odası 22. Uluslararası Bilimsel Kongresi; İZMİR, İzmir, Türkiye, 27 - 29 Kasım 201521. Farklı Bitirme ve Cila Yöntemlerinin Yeni Bir Hibrit Seramiğin Yüzey Pürüzlülüğü Üzerine EtkileriFarklı Bitirme ve Cila Yöntemlerinin Yeni Bir Hibrit Seramiğin Yüzey Pürüzlülüğü Üzerine EtkileriBÜYÜKKAPLAN U. Ş., ÖZARSLAN M. M., BARUTCİGİL Ç., ARSLAN M., TÜRKER N., BARUTCİGİL K.Uluslararası Türk Prostodonti ve İmplantoloji Derneği 22. Bilimsel Kongresi, Antalya, Türkiye, 12 - 15 Kasım 2015,cilt.1, sa.1, ss.10822. Effects of Different Finishing and Polishing Procedures on Surface Roughness of a Novel HybridEffects of Different Finishing and Polishing Procedures on Surface Roughness of a Novel HybridCeramic MaterialCeramic MaterialBÜYÜKKAPLAN U. Ş., ÖZARSLAN M. M., BARUTCİGİL Ç., ARSLAN M., TÜRKER N., BARUTCİGİL K.Uluslararası Türk Prostodonti ve İmplantoloji Derneği 22. Bilimsel Kongresi, Antalya, Türkiye, 12 - 15 Kasım 2015,cilt.1, sa.1, ss.10823. Uzun Dönem Malokluzyona Sahip Bir Hastada İdeal Bir Okluzyonun İnşasıUzun Dönem Malokluzyona Sahip Bir Hastada İdeal Bir Okluzyonun İnşasıTÜRKER N., BÜYÜKKAPLAN U. Ş., Altınsoy İ.Uluslararası Türk Prostodonti ve İmplantoloji Derneği 22. Bilimsel Kongresi, Antalya, Türkiye, 12 - 15 Kasım 2015,cilt.1, sa.1, ss.15524. Antifungal Effect Of Boricacid İncorporated İnto  A Tissue Conditioning MaterialAntifungal Effect Of Boricacid İncorporated İnto  A Tissue Conditioning MaterialÖZARSLAN M. M., FELEK R., HATİPOĞLU M., ARSLAN M., TÜRKER N.38 th Annual Conference of the European Prosthodontic Association, İstanbul, Türkiye, 25 - 27 Eylül 2014, cilt.38,ss.18025. A survey on cementation techniques in dental implantologyA survey on cementation techniques in dental implantologyÖZARSLAN M. M., ARSLAN M., TÜRKER N.38 th Annual Conference of the European Prosthodontic Association, İstanbul, Türkiye, 25 - 27 Eylül 2014, cilt.38,ss.15326. RADIOGRAPHIC EVALUATION OF FPDS IN AKDENIZ UNIVERSITY DEPARTMENT OF PROSTHODONTICSRADIOGRAPHIC EVALUATION OF FPDS IN AKDENIZ UNIVERSITY DEPARTMENT OF PROSTHODONTICSÖZARSLAN M. M., BÜYÜKKAPLAN U. Ş., KIRMALI Ö., TÜRKER N., ARSLAN M.38 th Annual Conference of the European Prosthodontic Association, İstanbul, Türkiye, 25 - 27 Eylül 2014, cilt.38,ss.95-96
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