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ARPAÇ E., Kapsu¨llenmıs¸ Sinek Kovucu İc¸eren Karıs¸ımların Hazırlanması ve , Fen Bilimleri Enstitüsü, AkdenizÜniversitesi, Yüksek Lisans, M.TUNCER(Öğrenci), Devam EdiyorARPAÇ E., Anorganik Nanopartiküller İçeren Ultraviyole Koruyucu Sert Kaplamalar, Yüksek Lisans, A.GENÇER(Öğrenci),Devam EdiyorARPAÇ E., Esnek ve kolay şekillendirilebilen kompozit malzeme üretimi, Doktora, Ö.Kesmez(Öğrenci), 2015ARPAÇ E., Evsineği (Musca domestica L.) kovucu kapsüllenmiş aktif maddeleri içeren kaplamalar, Yüksek Lisans,M.Tuncer(Öğrenci), 2014ARPAÇ E., Yüksek Sıcaklık Uygulamaları İçin Çok Fonksiyonlu Katalitik Kaplamalar., Doktora, E.BURUNKAYA(Öğrenci),2012ARPAÇ E., Yüksek sıcaklık uygulamaları için çok fonksiyonlu katalitik kaplamalar, Doktora, E.Burunkaya(Öğrenci), 2012ARPAÇ E., Nano Seryumdioksit Partiküllerin Sentezi ve Yüzey Modifikasyonu, Yüksek Lisans, Z.YEŞİL(Öğrenci), 2011ARPAÇ E., Medikal İmplant Olarak Kullanılabilecek Yüksek Mekanik Dayanıma Sahip Hibrit Malzeme Sentezi, Fen BilimleriEnstitüsü., Doktora, N.KİRAZ(Öğrenci), 2011ARPAÇ E., Sol – Jel Yöntemi ile Nano SiO2 Sentezi ve Uygulamaları., Yüksek Lisans, Ö.KESMEZ(Öğrenci), 2010ARPAÇ E., Nano Metal Oksit Partiküllerin Sentezi, Yüzey Modifikasyonu ve Hibrit Malzemelerin Sentezi., Yüksek Lisans,E.BURUNKAYA(Öğrenci), 2009ARPAÇ E., Nano Silisyumdioksit Partiküllerinin Sentezi ve Sol-Jel Yöntemi ile Mercek Sentezi., Yüksek Lisans,S.GÜVEN(Öğrenci), 2009ARPAÇ E., Antibakteriyel Kaplamalar., Yüksek Lisans, P.TATAR(Öğrenci), 2008ARPAÇ E., Antibakteriyel kaplamalar, Yüksek Lisans, P.Tatar(Öğrenci), 2007ARPAÇ E., Isıya Dayanıklı Hidrofob-Oliofob Kaplamalar., Yüksek Lisans, M.UYANIK(Öğrenci), 2005ARPAÇ E., Sol-Jel Yöntemi ile Mat Cam Üretimi., Yüksek Lisans, N.KİRAZ(Öğrenci), 2005ARPAÇ E., Seramik Tozlarının Kaplamacılıkta Kullanılması., Yüksek Lisans, O.ARSLAN(Öğrenci), 2004ARPAÇ E., Isıya dayanıklı hidrofob-oliofob kaplamalar, Yüksek Lisans, M.Uyanık(Öğrenci), 2004ARPAÇ E., Seramik tozlarının kaplamacılıkta kullanılması, Yüksek Lisans, O.Arslan(Öğrenci), 2004ARPAÇ E., Yapı Malzemelerinin Sol-Jel Yöntemi ile Su İtici Kaplanması., Yüksek Lisans, M.GÜN(Öğrenci), 2002ARPAÇ E., Yapı malzemelerinin sol-jel yöntemi ile su itici kaplanması, Yüksek Lisans, M.Gün(Öğrenci), 2002ARPAÇ E., Metal alkolatların değişik ligantlar ile kompleksleştirilmesi ve komplekslerin hidroliz tepkimelerininaraştırılması, Yüksek Lisans, M.Akarsu(Öğrenci), 2000ARPAÇ E., Metal Alkolatların Değişik Ligantlar ile Kompleksleştirilmesi ve Komplekslerin Hidroliz TepkimelerininAraştırılması., Yüksek Lisans, M.AKARSU(Öğrenci), 2000ARPAÇ E., Metal alkoksitlerin mono ve dikarboksilik asitlerle kompleksleştirilmesi, Yüksek Lisans, A.Yıldırım(Öğrenci),1996ARPAÇ E., Metal Alkolatların ß-Diketon ve ß-Ketoesterlerle kompleksleştirilmeleri ve Komplekslerin HidrolizReaksiyonları. Fen Bilimleri Enstitüsü, Akdeniz Üniversitesi, Yüksek Lisans, Y.AKSU(Öğrenci), 1996ARPAÇ E., (3-Trietoksisililpropil) Süksinik Anhidritin Hidroliz-Kondensasyon ve Kompleksleşme Tepkimelerininİncelenmesi. Fen Bilimleri Enstitüsü., Yüksek Lisans, S.AKSOY(Öğrenci), 1996ARPAÇ E., Metal Alkoksitlerin Mono ve Dikarboksilik Asitlerle Kompleksleştirilmesi. Fen Bilimleri Enstitüsü, AkdenizÜniversitesi, Yüksek Lisans, A.YILDIRIM(Öğrenci), 1996ARPAÇ E., Metal alkolatların beta - ketoesterlerle kompleksleşmeleri ve komplekslerin hidroliz reaksiyonları, YüksekLisans, Y.Aksu(Öğrenci), 1996ARPAÇ E., Sol-jel Prosesinin Ti, Zr ve Al Alkolatlara Uygulanması ve Oluşan Ürünlerin Yapısının Aydınlatılması, FenBilimleri Enstitüsü, Doktora, H.SAYILKAN(Öğrenci), 1990
SCI, SSCI ve AHCI İndekslerine Giren Dergilerde Yayınlanan MakalelerSCI, SSCI ve AHCI İndekslerine Giren Dergilerde Yayınlanan MakalelerI. Preparation of ceria by combined sol–gel and hydrothermal method: insights from the effects o fPreparation of ceria by combined sol–gel and hydrothermal method: insights from the effects o fdifferent bases on the particle size distributiondifferent bases on the particle size distributionYeşil Acar Z., Asiltürk M., ARPAÇ E.Chemical Papers, cilt.76, sa.8, ss.4927-4939, 2022 (SCI-Expanded)



II. Mechanical, anti-bacterial, and easy-to-clean properties o f hybrid polymer-based compositesMechanical, anti-bacterial, and easy-to-clean properties o f hybrid polymer-based compositescontaining modified SiO2 prepared by thermal polymerizationcontaining modified SiO2 prepared by thermal polymerizationKESMEZ Ö., ARPAÇ E., KİRAZ N., Selli N. T., TUNALİ A.CHEMICAL PAPERS, cilt.74, sa.10, ss.3383-3398, 2020 (SCI-Expanded)III. Thermally and photocatalytically active multifunctional porous coatings for high temperatureThermally and photocatalytically active multifunctional porous coatings for high temperatureapplicationsapplicationsAKARSU E., ARPAÇ E.JOURNAL OF HAZARDOUS MATERIALS, cilt.365, ss.331-339, 2019 (SCI-Expanded)IV. Preparation and characterization of multilayer anti-reflective coatings via so l-gel processPreparation and characterization of multilayer anti-reflective coatings via so l-gel processKESMEZ Ö., AKARSU E., ÇAMURLU H. E., YAVUZ E., AKARSU M., ARPAÇ E.CERAMICS INTERNATIONAL, cilt.44, sa.3, ss.3183-3188, 2018 (SCI-Expanded)V. F ingerprint resistant coatings for stainless steel substratesFingerprint resistant coatings for stainless steel substratesKESMEZ Ö., Selli N. T., Tunalı A., AKARSU E., AKARSU M., ARPAÇ E.PROGRESS IN ORGANIC COATINGS, cilt.112, ss.51-56, 2017 (SCI-Expanded)VI. Enhancement of hybrid so l-gel coating and industrial application on polished porcelain stonewareEnhancement of hybrid so l-gel coating and industrial application on polished porcelain stonewaretiles and investigation of the performancetiles and investigation of the performanceAKARSU M., Burunkaya E., Tunali A., Selli N. T., ARPAÇ E.Ceramics International, cilt.40, sa.5, ss.6533-6540, 2014 (SCI-Expanded)VII. Production of stable hydrosols o f crystalline TiO 2 nanoparticles synthesized at relatively lowProduction of stable hydrosols o f crystalline TiO 2 nanoparticles synthesized at relatively lowtemperatures in diverse mediatemperatures in diverse mediaBURUNKAYA E., Akarsu M., ÇAMURLU H. E., KESMEZ O., YEŞİL Z., ASİLTÜRK M., ARPAÇ E.Applied Surface Science, cilt.265, ss.317-323, 2013 (SCI-Expanded)VIII. Mosquito  Larvicidal and Antibacterial Activities o f Different Solvent Extracts o f Anaptychia ciliarisMosquito  Larvicidal and Antibacterial Activities o f Different Solvent Extracts o f Anaptychia ciliarissubsp ciliarissubsp ciliarisTufan-Cetin O., AKARSU M., BURUNKAYA E., KESMEZ Ö., ARPAÇ E., ÇETİN H.EGYPTIAN JOURNAL OF BIOLOGICAL PEST CONTROL, cilt.23, sa.2, ss.287-290, 2013 (SCI-Expanded)IX. Mosquito  larvicidal and antibacterial activities o f different so lvent extracts o f Anaptychia ciliarisMosquito  larvicidal and antibacterial activities o f different so lvent extracts o f Anaptychia ciliarissubsp. ciliaris.subsp. ciliaris.TUFAN ÇETİN Ö., AKARSU M., BURUNKAYA E., KESMEZ Ö., ARPAÇ E., ÇETİN H.EGYPTIAN JOURNAL OF BIOLOGICAL PEST CONTROL, cilt.23, sa.2, 2013 (SCI-Expanded)X. Hydrophilic hybrid SiO2:polyethylene glycol-3-isocyanato-propyltrietoxysilane nanocomposite filmsHydrophilic hybrid SiO2:polyethylene glycol-3-isocyanato-propyltrietoxysilane nanocomposite filmsBURUNKAYA E., Kesmez Ö., KİRAZ N., ÇAMURLU H. E., Asilturk M., ARPAÇ E.THIN SOLID FILMS, cilt.522, ss.238-246, 2012 (SCI-Expanded)XI. So l-gel thin films with anti-reflective and self-cleaning propertiesSol-gel thin films with anti-reflective and self-cleaning propertiesÇAMURLU H. E., Kesmez Ö., BURUNKAYA E., KİRAZ N., Yeşil Z., Asilturk M., ARPAÇ E.CHEMICAL PAPERS, cilt.66, sa.5, ss.461-471, 2012 (SCI-Expanded)XII. Preparation of Sn doped nanometric TiO2 powders by reflux and hydrothermal syntheses and theirPreparation of Sn doped nanometric TiO2 powders by reflux and hydrothermal syntheses and theircharacterizationcharacterizationKİRAZ N., BURUNKAYA E., Kesmez Ö., ÇAMURLU H. E., Asilturk M., Yeşil Z., ARPAÇ E.JOURNAL OF SOL-GEL SCIENCE AND TECHNOLOGY, cilt.59, sa.2, ss.381-386, 2011 (SCI-Expanded)XIII. Effect o f acid, water and alcohol ratios on sol-gel preparation of antireflective amorphous SiO2Effect o f acid, water and alcohol ratios on sol-gel preparation of antireflective amorphous SiO2coatingscoatingsKesmez Ö., BURUNKAYA E., KİRAZ N., ÇAMURLU H. E., Asilturk M., ARPAÇ E.JOURNAL OF NON-CRYSTALLINE SOLIDS, cilt.357, sa.16-17, ss.3130-3135, 2011 (SCI-Expanded)XIV. Structural and optical properties o f thin films prepared from surface modified ZrO2Structural and optical properties o f thin films prepared from surface modified ZrO2Asilturk M., BURUNKAYA E., Sayılkan F., KİRAZ N., ARPAÇ E.JOURNAL OF NON-CRYSTALLINE SOLIDS, cilt.357, sa.1, ss.206-210, 2011 (SCI-Expanded)XV. Antibacterial glass films prepared on metal surfaces by so l-gel methodAntibacterial glass films prepared on metal surfaces by so l-gel methodKİRAZ N., Kesmez Ö., BURUNKAYA E., Budama L., ACAR B., Asilturk M., ÇAMURLU H. E., ARPAÇ E.JOURNAL OF SOL-GEL SCIENCE AND TECHNOLOGY, cilt.56, sa.3, ss.227-235, 2010 (SCI-Expanded)XVI. Effect o f amine catalysts on preparation of nanometric SiO2 particles and antireflective films via so l-Effect o f amine catalysts on preparation of nanometric SiO2 particles and antireflective films via so l-



gel methodgel methodKesmez Ö., KİRAZ N., BURUNKAYA E., ÇAMURLU H. E., Asilturk M., ARPAÇ E.JOURNAL OF SOL-GEL SCIENCE AND TECHNOLOGY, cilt.56, sa.2, ss.167-176, 2010 (SCI-Expanded)XVII. So l-gel synthesis o f IPTES and D10H consisting fluorinated silane system for hydrophobicSol-gel synthesis o f IPTES and D10H consisting fluorinated silane system for hydrophobicapplicationsapplicationsBURUNKAYA E., KİRAZ N., Kesmez Ö., Asilturk M., ÇAMURLU H. E., ARPAÇ E.JOURNAL OF SOL-GEL SCIENCE AND TECHNOLOGY, cilt.56, sa.2, ss.99-106, 2010 (SCI-Expanded)XVIII. So l-gel synthesis o f 3-(triethoxysilyl)propylsuccinicanhydride containing fluorinated silane forSol-gel synthesis o f 3-(triethoxysilyl)propylsuccinicanhydride containing fluorinated silane forhydrophobic surface applicationshydrophobic surface applicationsKİRAZ N., BURUNKAYA E., Kesmez Ö., Asilturk M., ÇAMURLU H. E., ARPAÇ E.JOURNAL OF SOL-GEL SCIENCE AND TECHNOLOGY, cilt.56, sa.2, ss.157-166, 2010 (SCI-Expanded)XIX. Preparation of aluminum-doped zinc oxide (AZO) nano particles by hydrothermal synthesisPreparation of aluminum-doped zinc oxide (AZO) nano particles by hydrothermal synthesisBURUNKAYA E., KİRAZ N., KESMEZ O., ÇAMURLU H. E., Asilturk M., ARPAÇ E.JOURNAL OF SOL-GEL SCIENCE AND TECHNOLOGY, cilt.55, sa.2, ss.171-176, 2010 (SCI-Expanded)XX. Siliconcarbide Embedded Hybrid Nanocomposites as Abrasion Resistant CoatingSiliconcarbide Embedded Hybrid Nanocomposites as Abrasion Resistant CoatingArslan O., ARPAÇ E., Sayilkan H.JOURNAL OF INORGANIC AND ORGANOMETALLIC POLYMERS AND MATERIALS, cilt.20, sa.2, ss.284-292, 2010(SCI-Expanded)XXI. Sn4+ or Ce3+ doped TiO2 photocatalytic nanometric films on antireflective nano-SiO2 coated glassSn4+ or Ce3+ doped TiO2 photocatalytic nanometric films on antireflective nano-SiO2 coated glassBURUNKAYA E., KESMEZ O., KİRAZ N., ÇAMURLU H. E., ASİLTÜRK M., ARPAÇ E.MATERIALS CHEMISTRY AND PHYSICS, cilt.120, sa.2-3, ss.272-276, 2010 (SCI-Expanded)XXII. Preparation of antireflective SiO2 nanometric filmsPreparation of antireflective SiO2 nanometric filmsKesmez O., ÇAMURLU H. E., BURUNKAYA E., ARPAÇ E.CERAMICS INTERNATIONAL, cilt.36, sa.1, ss.391-394, 2010 (SCI-Expanded)XXIII. So l-gel preparation and characterization of anti-reflective and self-cleaning SiO2-TiO2 double-layerSol-gel preparation and characterization of anti-reflective and self-cleaning SiO2-TiO2 double-layernanometric filmsnanometric filmsKesmez O., ÇAMURLU H. E., BURUNKAYA E., ARPAÇ E.SOLAR ENERGY MATERIALS AND SOLAR CELLS, cilt.93, sa.10, ss.1833-1839, 2009 (SCI-Expanded)XXIV. Hydrothermal synthesis and characterization of nanocrystalline ZrO2 and surface modification withHydrothermal synthesis and characterization of nanocrystalline ZrO2 and surface modification with2-acetoacetoxyethyl methacrylate2-acetoacetoxyethyl methacrylateSayilkan F., Asilturk M., Burunkaya E., ARPAÇ E.JOURNAL OF SOL-GEL SCIENCE AND TECHNOLOGY, cilt.51, sa.2, ss.182-189, 2009 (SCI-Expanded)XXV. Photocatalytic antibacterial performance of Sn4+-doped TiO2 thin films on glass substratePhotocatalytic antibacterial performance of Sn4+-doped TiO2 thin films on glass substrateSayilkan F., Asilturk M., KİRAZ N., BURUNKAYA E., ARPAÇ E., Sayilkan H.JOURNAL OF HAZARDOUS MATERIALS, cilt.162, sa.2-3, ss.1309-1316, 2009 (SCI-Expanded)XXVI. Effect o f Fe3+ ion doping to  TiO2 on the photocatalytic degradation of Malachite Green dye underEffect o f Fe3+ ion doping to  TiO2 on the photocatalytic degradation of Malachite Green dye underUV and vis-irradiationUV and vis-irradiationAsilturk M., Sayilkan F., ARPAÇ E.JOURNAL OF PHOTOCHEMISTRY AND PHOTOBIOLOGY A-CHEMISTRY, cilt.203, sa.1, ss.64-71, 2009 (SCI-Expanded)XXVII. Photocatalytic performance of Sn-doped TiO2 nanostructured thin films for photocatalyticPhotocatalytic performance of Sn-doped TiO2 nanostructured thin films for photocatalyticdegradation of malachite green dye under UV and VIS-lightsdegradation of malachite green dye under UV and VIS-lightsSayilkan F., Asilturk M., TATAR P., KİRAZ N., ŞENER S., ARPAÇ E., Sayilkan H.MATERIALS RESEARCH BULLETIN, cilt.43, sa.1, ss.127-134, 2008 (SCI-Expanded)XXVIII. Antibacterial thin films on glass substrate by so l-gel processAntibacterial thin films on glass substrate by so l-gel processTATAR P., Kiraz N., Asilturk M., SAYILKAN F., SAYILKAN H., Arpac E.JOURNAL OF INORGANIC AND ORGANOMETALLIC POLYMERS AND MATERIALS, cilt.17, sa.3, ss.525-533, 2007(SCI-Expanded)XXIX. Preparation of re-usable photocatalytic filter  for  degradation of Malachite Green dye under UV andPreparation of re-usable photocatalytic filter  for  degradation of Malachite Green dye under UV andvis-irradiationvis-irradiationSAYILKAN F., Asilturk M., TATAR P., Kiraz N., Arpac E., SAYILKAN H.JOURNAL OF HAZARDOUS MATERIALS, cilt.148, sa.3, ss.735-744, 2007 (SCI-Expanded)



XXX. Photocatalytic performance of Sn-doped TiO2 nanostructured mono and double layer thin films forPhotocatalytic performance of Sn-doped TiO2 nanostructured mono and double layer thin films forMalachite Green dye degradation under UV and vis-lightsMalachite Green dye degradation under UV and vis-lightsSAYILKAN F., Asilturk M., TATAR P., Kiraz N., Arpac E., SAYILKAN H.JOURNAL OF HAZARDOUS MATERIALS, cilt.144, sa.1-2, ss.140-146, 2007 (SCI-Expanded)XXXI. Photocatalytic performance of Sn-doped and undoped TiO2 nanostructured thin films under UV andPhotocatalytic performance of Sn-doped and undoped TiO2 nanostructured thin films under UV andvis-lightsvis-lightsArpac E., SAYILKAN F., Asilturk M., TATAR P., Kiraz N., SAYILKAN H.JOURNAL OF HAZARDOUS MATERIALS, cilt.140, sa.1-2, ss.69-74, 2007 (SCI-Expanded)XXXII. Photocatalytic performance of pure anatase nanocrystallite TiO2 synthesized under low temperaturePhotocatalytic performance of pure anatase nanocrystallite TiO2 synthesized under low temperaturehydrothermal conditionshydrothermal conditionsSayılkan F., Erdemoğlu S., Asilturk M., Akarsu M., Şener S., Sayılkan H., Erdemoğlu M., Arpac E.MATERIALS RESEARCH BULLETIN, cilt.41, sa.12, ss.2276-2285, 2006 (SCI-Expanded)XXXIII. Heat-resistant hydrophobic-o leophobic coatingsHeat-resistant hydrophobic-o leophobic coatingsUYANIK M., Arpac E., SCHMİDT H., Akarsu M., Sayılkan F., Sayılkan H.JOURNAL OF APPLIED POLYMER SCIENCE, cilt.100, sa.3, ss.2386-2392, 2006 (SCI-Expanded)XXXIV. Characterization of the hydrothermally synthesized nano-TiO2 crystallite and the photocatalyticCharacterization of the hydrothermally synthesized nano-TiO2 crystallite and the photocatalyticdegradation of Rhodamine Bdegradation of Rhodamine BAsilturk M., Sayılkan F., Erdemoğlu S., Akarsu M., Sayılkan H., Erdemoğlu M., Arpac E.JOURNAL OF HAZARDOUS MATERIALS, cilt.129, sa.1-3, ss.164-170, 2006 (SCI-Expanded)XXXV. Characterization and photocatalytic properties o f TiO2-nanosols synthesized by hydrothermalCharacterization and photocatalytic properties o f TiO2-nanosols synthesized by hydrothermalprocess at low temperatureprocess at low temperatureSayılkan F., Asilturk M., Erdemoğlu S., Akarsu M., Sayılkan H., Erdemoğlu M., Arpac E.MATERIALS LETTERS, cilt.60, sa.2, ss.230-235, 2006 (SCI-Expanded)XXXVI. A novel approach to  the hydrothermal synthesis o f anatase Titania nanoparticles and theA novel approach to  the hydrothermal synthesis o f anatase Titania nanoparticles and thephotocatalytic degradation of rhodamine Bphotocatalytic degradation of rhodamine BAkarsu M., Asilturk M., Sayılkan F., Kiraz N., Arpac E., Sayılkan H.TURKISH JOURNAL OF CHEMISTRY, cilt.30, sa.3, ss.333-343, 2006 (SCI-Expanded)XXXVII. Characterization of TiO2 synthesized in alcohol by a so l-gel process: The effects o f annealingCharacterization of TiO2 synthesized in alcohol by a so l-gel process: The effects o f annealingtemperature and acid catalysttemperature and acid catalystSayılkan F., Asilturk M., Sayılkan H., Önal Y., Akarsu M., Arpaç E.TURKISH JOURNAL OF CHEMISTRY, cilt.29, sa.6, ss.697-706, 2005 (SCI-Expanded)
Hakemli Kongre / Sempozyum Bildiri Kitaplarında Yer Alan YayınlarHakemli Kongre / Sempozyum Bildiri Kitaplarında Yer Alan YayınlarI. Dermatophagoides pteronyssinus ve D . farinae Ev Tozu Akarlarına Karşı Bazı Bitki Uçucu YağDermatophagoides pteronyssinus ve D . farinae Ev Tozu Akarlarına Karşı Bazı Bitki Uçucu YağBileşenlerinin Öldürücü Etkisinin AraştırılmasıBileşenlerinin Öldürücü Etkisinin AraştırılmasıKoç S., Gencer G. M., Gencer A., Arpaç E., Çetin H.II. Ulusal Vektör Mücadelesi Sempozyumu, Antalya, Türkiye, 6 - 09 Kasım 2014, ss.31II. Vektör Mücadelesinde Kullanılan Bazı Ürünlerin Farklı Saklama Koşullardaki StabilitelerininVektör Mücadelesinde Kullanılan Bazı Ürünlerin Farklı Saklama Koşullardaki StabilitelerininDeğerlendirilmesiDeğerlendirilmesiAkarsu E., Gencer G. M., Yavuz E., ARPAÇ E., ÇETİN H.II. ULUSAL VEKTÖR MÜCADELESİ SEMPOZYUMU, Antalya, Türkiye, 6 - 09 Kasım 2014, ss.34III. Thermochromic and Easy to  Clean (ETC) Polymer Based CompositeThermochromic and Easy to  Clean (ETC) Polymer Based CompositeKESMEZ Ö., Tunalı A., Tamsü Selli N., KİRAZ N., ARPAÇ E.SERES’14, III. International Ceramic, Glass, Porcelain Enamel, Glaze and Pigment Congress, Eskişehir, Türkiye, 15 -17 Ekim 2014IV. The Effects o f Ceramic Particle Size in Polymer Based CompositesThe Effects o f Ceramic Particle Size in Polymer Based CompositesKESMEZ Ö., Tamsü Selli N., Tunalı A., KİRAZ N., ARPAÇ E.SERES’14, III. International Ceramic, Glass, Porcelain Enamel, Glaze and Pigment Congress, Eskişehir, Türkiye, 15 -17 Ekim 2014



V. Enhancement Of Anti-Fingerprint Surfaces For Concealed Cistern Control PanelsEnhancement Of Anti-Fingerprint Surfaces For Concealed Cistern Control PanelsKesmez Ö., Tamsü Selli N., Tunalı A., Akarsu E., Akarsu M., Arpaç E.44th World Chemistry Congress (IUPAC 2013), İstanbul, Türkiye, 11 - 16 Ağustos 2013VI. Kozmetik Ürünlerde Nanoteknolo ji KullanımıKozmetik Ürünlerde Nanoteknolo ji KullanımıBURUNKAYA E., KUTBELEN G. M., BECER B., AKARSU M., ARPAÇ E.3.Kozmetik Kimyası, Üretimi ve Standardizasyonu Kongresi, Antalya, Türkiye, 15 - 17 Şubat 2013VII. Emülsiyon yöntemiyle değişik şekilli hidroksiapatit partiküllerinin senztezlenmesiEmülsiyon yöntemiyle değişik şekilli hidroksiapatit partiküllerinin senztezlenmesiYavuz E., Akarsu M., Akarsu E., Kesmez Ö., Yesil Z., Arpaç E.26. Ulusal Kimya Kongresi, Muğla, Türkiye, 1 - 06 Ekim 2012, ss.38VIII. Photocatalytic properties o f Sn-doped nano-TiO2 / GLYMO filmsPhotocatalytic properties o f Sn-doped nano-TiO2 / GLYMO filmsAkarsu E., Yesıl Z., Kesmez Ö., Kiraz N., Çamurlu H. E., Arpaç E.7th Nanoscience and Nanotechnology Conference - NanoTR-VII, İstanbul, Türkiye, 27 Haziran - 01 Temmuz 2011IX. Environmental Friendly, Antibacterial and Easy to  Clean Nano-CoatingEnvironmental Friendly, Antibacterial and Easy to  Clean Nano-CoatingAkarsu E., Kesmez Ö., Kiraz N., Yesıl Z., Erinç N., Arpaç E.6th Nanoscience and Nanotechnology Conference - NanoTR-VI, İzmir, Türkiye, 15 - 18 Haziran 2010X. Entwicklung von photokatalytisch aktiven Entwicklung von photokatalytisch aktiven selbstorganisierenden Schichten auf transparentenselbstorganisierenden Schichten auf transparentenSubstratenSubstratenAKARSU M., ARPAÇ E., SCHMİDT H., KRAJEWSKİ T.77. Glastechnische Tagung, Leipzig, Almanya, 26 - 28 Mayıs 2003, ss.301-304
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